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DKTE 

Ref.: -Textile Testing / 2024-25 / 302 

To. 
Head Master, 

Rajashri Chhatrapati Shahu Highschool, 
Ichalkaranji. 

1 

Sr. 

Sub 

1 

The test report of the fabric sample supplied by you is as follows 

Test 
Threads per inch 

Yarn Count, 

Test report of the fabric samples. 

warp 
weft 

warp 

weft 

Tested by 

White shirt 
fabric 

134 
70 

79.2 den 

TEXTILE& ENGINEERING INSTITUTE 

40.5 Ne 

Dattajirao Kadam Technical Education Society's 

'Rajwada', lchalkaranji 416115. Dist. Kolhapur, Maharashtra, India. 

White suiting 
Fabric 

64 
48 

2/29.5 s Ne 
2/29.0 s Ne 

Testing In-charge 

Pink checks 

96 
56 

81.0 den 
31.5 s Ne ne 

19/5/2024 

Pink suiting 
Fabric 

Director 

64 
50 

2/29.8 s Ne 

14.5 s Ne 

Aote. The information contained in this letter and/or encioseo report is/are purely meant Tor your guidance and should not he used for litigation/evidence/advertisernent purpose 
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